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Abstract 
Engineered materials have made a breakthrough in a quest for 
materials with a combination of custom-made properties to suit 
particular applications.  One of such materials is 2124/SiC/25p, a 
high-quality aerospace grade aluminium alloy reinforced with 
ultrafine particles of silicon carbide, manufactured by a powder 
metallurgy route. This aluminium matrix composite offers a 
combination of greater fatigue strength at elevated temperatures, 
lower thermal expansion and greater wear resistance in comparison 
with conventionally used piston materials. The microscale particulate 
reinforcement also offers good formability and machinability. 
Despite the benefits, the higher manufacturing cost often limits their 
usage in high-volume industries such as automotive where such 
materials could significantly improve the engine performance. This 
paper presents mechanical and forging data for a lower cost 
processing route for metal matrix composites. Finite element 
modelling and analysis were used to examine forging of an 
automotive piston and die wear. This showed that selection of the 
forging route is important to maximise die life. Mechanical testing of 
the forged material showed a minimal reduction in fatigue properties 
at the piston operating temperature.   
 
Introduction 
Metal-Matrix Composites (MMC) offer attractive features to 
automotive engineers and designers to meet the current and future 
challenges for improved performance, fuel-efficient, and low-
emission vehicles. Properties of these materials can be tailored to 
meet specific design requirements of various powertrain or chassis 
components. Compared to conventional materials MMCs provide a 
high strength-to-weight ratio, enhanced mechanical and thermal 
characteristics, improved fatigue and fracture properties, as well as 
excellent wear resistance [1]. Metal matrix composites are mainly 
used to produce engineering components for aerospace and 
electronics industry or custom products for racing cars. Applications 
in the automotive sector are limited to a few engine components such 
as drive shafts or brake components. Since the automotive industry is 
a highly cost-sensitive sector thus the high cost of composites and 
required infrastructures restricts the application of these materials [2].  
One of the advanced materials to replace conventional structural 
alloys is a high-grade aluminium alloy AA2124 reinforced with 
ultrafine particles of silicon carbide. Its high strength, fatigue 
resistance and hardness at elevated temperatures make this composite 
a successful candidate for automotive engine components such as 
valve train, pistons, cylinder liners or connecting rods [3], [4]. 
Properties of this composite such as strain hardening at different 
temperatures are reported in [5] while the behaviour under monotonic 
and cyclic loading conditions in [6], [7]. Wear resistance of this 
material has been reported to be higher than other AA2124 matrix 
composites [8]. Another important feature of this material is the high 
specific modulus, defined as a rDWLRRI<RXQJ¶Vmodulus to the mass 
density of the material, which is a key engineering attribute when 
designing for minimum structural weight is crucial. Materials with a 
high specific modulus are important in Aerospace, Automotive and 
Robotic systems. Figure 1 compares specific modulus of 
2124/SiC/25p with that of other common alloys.  
  
Figure 1. Specific modulus of 2124/SiC/25p Vs other common alloys [9]. 
2124/SiC/25p is produced using the powder metallurgy (PM) 
technology involving multiple operations; this makes this material 
expensive. However, this process is considered to be green as PM 
process releases very little fumes and chemicals to the atmosphere 
[10]. Further, there are two factors which can increase the potential of 
implementing this technology in high volume automotive 
manufacturing. The first is the opportunity to produce Al/SiC 
composite through a lower cost route. And the second is a higher 
production rate at a reduced cost and minimum material waste. The 
latter may be achieved by using a precision hot forging technology to 
manufacture components. Precision forging is described as a near-
net-shape forging operation that produces high-quality parts 
regarding the surface quality and dimensional accuracy.  A shorter 
production cycle due to minimal post-forge machining and a reduced 
material waste contribute to the cost reduction while meeting 
regulatory requirements and competitive pressures. The forging 
technology is particularly suitable for the production of high duty 
components such as pistons.  Components forged from the Al/SiC 
composite shows higher tensile strengths and ductility than the cast 
components [11]. Further, this composite has been reported to have 
excellent forgeability [12] that allows forging of parts with complex 
geometry free of cracks in one forging operation. 
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This paper addresses some aspects of the precision hot forging of an 
automotive piston from 2124/SiC/25p composite manufactured using 
the lower cost route developed by Materion AMC.  
In hot forging, the cost of tools accounts for a substantial fraction of 
the overall production cost. This is of particular significance in the 
closed die forging where the stresses in the tools can reach a high 
level at the final forming stage which may lead to the premature die 
wear /damage. This aspect has also been investigated and is presented 
in this paper.   
Particle reinforced Al alloy 2124/SiC 
Particulate reinforced aluminium alloys are discontinuous reinforced 
metal-matrix composites, in which the addition of ceramic particles, 
to aluminium alloys through PM techniques creates a new class of 
materials with advantageous properties. Unlike continuous metal-
matrix composites, these materials with discrete reinforcing particles 
within the parent alloy matrix, have been found to be workable by all 
existing metalworking techniques, including hot forging. Such 
feature makes these composites very attractive for a wide range of 
industrial applications. One of the discontinuous metal-matrix 
composite alloy based on 2xxx series which has become 
commercially available is 2124/SiC/25p [13]. The presence of 
reinforcement within the matrix; typically 10 to 40% in volume, leads 
to a significant modification of the characteristics of the parent alloy 
such as an increase in elastic modulus, strength and abrasion 
resistance, and improved properties at elevated temperatures. On the 
downside, reduction in ductility and fracture toughness is a design 
obstacle [14], [15].  
The addition of particulate reinforcing to ductile alloy matrix also 
modifies the deformation behaviour and changes the flow stress [13], 
[16], [17]. At forging temperatures above 425 oC, for instance, flow 
stress is lower than monotonic 2124. The fabrication history of this 
material can also significantly impact the deformation in hot forging 
and development of the final mechanical property [18]. In other 
words, the process route is specified depending on the required 
mechanical property, component shape and cost constraints. The 
billet temperature for forging such materials has to be specified case 
by case, however typically temperatures higher than those used for 
their matrix alloys are necessary.  
Forging programs have shown that MMCs based on the 2xxx series 
aluminium alloys can be successfully forged using high-definition 
closed-die forgings. The forged composite shows good mechanical 
strength and ductility [19]. Good hot formability of such composites 
is due to the small size of SiC reinforcement particles [12]. Some 
evidence suggests that these composites are more aggressive on 
closed-die tooling and that the die life in forging these materials may 
be shorter than that of a die used to forge their parent alloys [20]±
[22]. 
2124/SiC/25p is manufactured through a special PM route to 
minimise a chemical reaction between metal matrix and ceramic 
particulates, ensuring the purity of the matrix alloy, along with using 
a patented high-energy mixing Mechanical Alloying (MA) process 
for excellent particle distribution. MA technique continuously mashes 
the components and breaks apart the mixture of AA2124 powder and 
ceramic reinforcement under a controlled condition, to produce an 
intimate and uniform mixture. This process can create high volume 
fraction of reinforcements with ultrafine particles. Fully dense billet 
is obtained by hot isostatic pressing (HIP) of the mixture. Billets are 
then used for direct manufacture to component or fabrication by hot 
forming processes such as forging and extrusion [23].  
Some of the particle-reinforced composites are commercially 
available in the form of bars. MMC producers use hot extrusion of 
compacted billets to fabricate the composite bars. The conventional 
extrusion techniques are used to produce bar which improves the 
distribution and adhesion of reinforcement particles [9], [24].  
Selection of the process route is closely associated with the required 
properties and the resulting process cost. High strength and high 
modulus of aluminium MMC are closely linked to particulate size 
and ceramic loading. Finer particle size effectively contributes to cost 
reduction in subsequent manufacturing stages such as extrusion and 
machining. On the flip side, a higher volume percentage of ceramic 
can adversely impact the wear of the machine tool insert. 
The material used in this research was supplied by Materian AMC in 
Farnborough. Materion AMC has developed a lower cost processing 
route for manufacturing metal composites via a powder metallurgy 
route which produces a homogeneous distribution of SiC within the 
aluminium matrix. This is achieved with automation of the 
mechanical alloying process along with significantly increased yield 
from billet material. HIP process is used to produce the billets which 
are directly used for hot forging. Figure 2 shows the block diagram of 
the process. 
 
Figure 2. Block diagram of the material process route. 
Mechanical testing has proved the mechanical performance of the 
lower cost route material. Rotating bend fatigue testing was carried 
out on 2124/SiC/25p produced using the standard route and the lower 
cost route. Results of this test shown in Figure 3 indicate that at 315 
°C (near the operating temperatures on the piston head) there is 
negligible difference between the standard route and the lower cost 
route when the fatigue strength is concerned. Also plotted in Figure 3 
is the known data for currently manufactured cast Al pistons. This 
indicates a fatigue strength at 1x107 cycles of 50 MPa, in the case of 
the 2124/SiC/25p, the fatigue strength at 1x107 is 100 MPa. This 
clearly shows the improvement in mechanical performance between 
the MMC and the standard cast Al piston and the potential 
advantages of using the MMC to manufacture lighter pistons. 
The properties of 2124/SiC/25p and the parent AA2124 alloy are 
presented in Table 1. 
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Figure 3. Rotating fatigue test results shows the 2124/SiC/25p from lower cost 
route has a very good fatigue strength.  
Table 1. Properties of 2124/SiC/25p [25] and AA2124 [26]. 
Property 2124/SiC/25p AA2124 
<RXQJ¶V0RGXOXV 115 GPa 73.1 GPa 
Ultimate Tensile Strength  680 MPa  483 MPa 
0.2% Yield Strength 480 MPa  441 MPa 
3RLVVRQ¶V5DWLR 0.3  0.33 
Elongation to Failure 5% 8% 
Thermal Conductivity 150 W/m/oC 151 W/m/oC 
Thermal Expansion Coefficient 15.5 ppm/oC 22.9 ppm/oC 
Heat Capacity  0.836  j/g/oC 0.882 j/g/oC 
Solidus 548 oC 502oC 
Liquidus 660 oC 638oC 
Density 2.88 g/cm3 2.78 g/cm3 
Vickers Hardness 210 146 
Average particle size 3 µm n/a 
 
 
Forging Processes 
In forging processes transfer of heat between the die and the 
workpiece results in thermal gradients in the workpiece, which causes 
a non-uniform plastic flow. This is called die chilling. Using the glass 
lubricant coating for the billets can create a thermal shield that 
partially helps to diminish this effect. In practice, forging dies are 
heated to reduce the chilling effect. Using fast-acting forging 
machines that have a short die-billet contact time, such as screw 
presses is another way of reducing this effect.  
Heating the dies to the same temperature as the workpiece can 
completely remove the chilling effect, this is called isothermal 
forging. Aluminium alloys are usually forged using hydraulic presses 
under isothermal or near isothermal conditions at temperatures that 
do not significantly compromise the strength or hardness of the die 
material. The primary advantages of isothermal forging are achieving 
closer part tolerances, saving material and cost of subsequent 
machining. There may also be a reduction in tooling cost due to the 
slow process which needs lower forging pressures. However, more 
expensive die material and controllable die heating systems are 
required. 
Alternatively, fast-acting screw presses deliver a high speed forging 
blow to reduce the contact time. Screw presses provide flexibility and 
control over a wide energy range, and their higher forging pressures 
make them suitable for the precision forging of a wide variety of 
parts. Screw presses have high repeatable accuracy and short cycle 
times that enhance productivity.  
In this research both, hydraulic press isothermal forging and screw 
press hot forging of the piston were modelled using finite element 
method. The influence of forging parameters such as ram speed and 
billet temperature was studied to understand process response and 
material flow.  
The geometry of the piston and its forged form (forging) are shown in 
Figure 4a and 4b, respectively. In order to create geometry suitable 
for forging some of the features such as boss pin holes and ring 
grooves have been removed and extra material added for post-forging 
machining.  The forged form was used to design the punch and die 
geometry. The goal was to achieve near net shape forging including 
the crown feature on the piston head that could save material and 
machining cost. To achieve that, the modelling was first completed 
with flat piston head to grasp an overview of the process, and later 
simulation of forging the piston with the crown details was carried 
out. Parameters describing forging condition on both presses are 
shown in Table 2. 
 
Figure 4. The geometry of (a) actual piston and (b) piston without the crown 
features for forging.  
Table 2. Parameters of forging processes assumed in the FE models 
 Parameter Set value 
Hydraulic press  
Low strain rate 
Initial Billet temperature 470 oC 
Punch and die temperature 470 oC 
Ram velocity 5 mm/s  
Process time 5.01 s 
Screw press 
High strain rate 
Initial billet temperature 400 oC 
Punch and die temperature 250 oC 
Press energy 34 kJ  
Initial ram velocity 
corresponding to set energy 270 mm/s 
Billet Cylindrical  Ø41.5x35.83 mm 
 
FE simulation 
FE modelling of the forging processes has been carried out using the 
commercial DEFORM 3D V11.02 software. Full 3D models of the 
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processes were developed. The composite was modelled as a rigid-
plastic, isotropic, Huber-Mises material with flow stress depending 
on temperature, strain and strain rate. The flow stress data was 
derived from the compression test carried out on Zwick mechanical 
testing hydraulic press at low strain rates of 0.01 and 0.1 s-1, and on a 
Gleeble machine at strain rates of 1, 10, 100 and 250 s-1. These tests 
were carried out at 350, 400, 450 and 500 oC. Cylindrical test 
specimens used in the compression test had a diameter of 10 mm and 
were 15 mm high. Figure 5 shows flow stress curves derived in the 
tests carried out at 350 oC and 500 oC and the strain rate of 1, 10 and 
250 s-1. The flow stress at 350 °C was much higher than at 500 °C, 
and that its magnitude increased significantly at higher strain rates. 
 
Figure 5. Flow stress curves at different temperature and strain rates used in 
FE simulation 
The punch was assumed to be elastic to enable computation of die 
wear simultaneously with the material deformation while the die was 
held a rigid surface with no mesh. This significantly reduced the 
computational time and cost.  The die and the punch are assumed to 
be made from H13 tool steel and properties of this steel available in 
the DEFORM material library were assigned to these tools. 
Both the billet and the punch were auto-meshed using eight-node 
hexahedral elements. The billet was meshed with 128852 elements 
while the punch with 16500 elements.  Regional mesh refinements in 
the critical areas were implemented in the workpiece by using several 
box windows with small size factors. Automatic remeshing was 
applied during simulation when distortion of element reached a 
threshold.    
Friction at the material-die interface was described using the Zibel 
friction law with a constant friction factor of 0.4 in accordance with 
[27]. Thermal properties of 2124/SiC/25p were taken from [25]. The 
contact heat transfer coefficient was assumed to be constant and set 
to 11 kW·m-2·K-1 [27]. Other parameters of the processes 
(temperature of billet, punch and die, the velocity of the hydraulic 
ram and screw press energy) were set as shown in Table 2. Figure 6 
shows the cross-section of the FE model of the tools and billet 
assembly.   
It was assumed that abrasive wear was a dominant wear mechanism. 
Wear of the punch was predicted using a module dedicated to this 
problem and embedded into DEFORM 3D V11.02 software. The 
module uses the tool wear model proposed by Archard: ܹ ൌ ׬ ܭ ௣ೌ௩್ு೎ ݀ݐ  (1) 
 
Where, 
 ܹ= die wear 
 ݌ =interface pressure, 
 ݒ = material sliding velocity, 
 ܪ = tool material hardness at forging temperature 
 ܭ = material constant ܽ, ܾ, and ܿ are constants 
 
The value of K was set to 1 x 10-5, while a, b and c for tool steel are 
assumed to be 1, 1 and 2, respectively. Hardness H of the H13 tool 
steel was taken from [28].  
Additionally, for the process modelled under hydraulic press 
condition, a sensitivity analysis was carried to investigate the effects 
of temperature and ram speed on material flow, stresses in the die and 
forging force.  
 
Figure 6. Schematic of tool set and workpiece in FEA simulation 
Results 
Forging without the crown features 
Figure 7 shows the deformation of the billet as the forging process 
progressed. The forming process began with the punch being pushed 
into the billets and free flowing of material into punch cavities. The 
forging load slowly increased with the punch stroke. When the 
material got in contact with the surfaces of cavities friction restricted 
material flow which was reflected in a steeper increase of the forging 
load. As the filling of the cavities progressed pressure built up and a 
steep increase in the forging load is observed.  Eventually, the excess 
of material flew into the flash that created a further flow resistance 
causing the sudden increase of the forging load.  
The type of press selected for forging significantly influenced the 
forging load and required energy. Evolution of the forging load for 
both presses is shown in Figure 8. It is obvious that a much higher 
load was required to forge piston on the screw press. This is due to 
strain rate sensitivity of the material (Figure 5). Consequently, this 
translates to a much higher energy requirement for forging the piston 
on the screw press as illustrated in Figure 9.   
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Figure 7. Progression of the forging process as the punch moves down. Punch 
is sectioned for a clearer display of the material flow into the cavity. 
 
 
Figure 8. Forging load evolution vs. stroke for hydraulic and screw press.  
 
 
Figure 9. Energy vs. stroke for forging process. 
 
Figure 10 shows distributions of effective strain, strain rate, effective 
stress and temperature in the pistons at the final stage of forging in 
both presses. The effective strain depends mainly on the changes in 
the shape thus the effective strains was similar in both presses. The 
average strain rate was 100 times higher in the piston forged on the 
screw press compared with that of on the hydraulic press. As a result, 
the effective stresses in the piston forged on the screw press were also 
higher; more than four times and reached 250 MPa. In the piston 
forged on the hydraulic press, these didn't exceed  60 MPa. As for 
temperature, in the piston forged on the hydraulic press only a slight 
temperature rise (max 20 oC) was observed. On the contrary, the 
material forged on the screw press experienced a high adiabatic 
heating due to the high strain rate deformation and friction. In the 
webs, the temperature increased to 650 oC. This indicated that under 
screw press conditions the material was susceptible to incipient 
melting which should be avoided. The chilling effect of the die (this 
was heated to 250 oC) was also observed. As a result, a high-
temperature gradient (376 oC to 650 oC) was created across the 
piston.   
Summarising, the isothermal forging with relatively uniform 
temperature and low strain rates, resulted in a more homogeneous 
metal flow and lower stresses in the material. As a result, the material 
is less prone to forging defects. To understand the influence of 
various parameters on forging of 2124/SiC/25p  a sensitivity analysis 
was conducted for both processes.  
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Figure 10. Distribution of effective strain, strain rate, effective stress and 
temperature at the end of the forging under the hydraulic press and screw 
press conditions. 
Sensitivity analysis 
For the isothermal process on the hydraulic press, the variation of the 
final forging load and temperature distribution in the billet were 
analysed for different ram velocities of 1, 5 and 10 mm/s and three 
temperatures of the billet 430, 450 and 470 oC. Figure 11 shows the 
respective graphs of load variation with the punch stroke obtained in 
this analysis.   The ram velocity, within the investigated range, had a 
minor impact on the forging load. However, a slightly higher forging 
load was obtained for the ram velocity of 10 and 5 mm/s which was 
associated with the higher strain rate in comparison with that in 
forging carried out with the ram velocity of 1 mm/s.  Faster 10 and 5 
times ram speeds resulted in the higher strain rates causing the flow 
stress to become larger; accordingly, the load and energy used to 
deform material ramped up also. This was reflected in the 
temperature distribution within the pistons; energy used to deform 
material is converted into heat.  Figure 12 shows histograms of 
temperature in the pistons at the end of the process carried out with 
these three ram velocities and for the same 470 oC initial temperature 
of the billet  
 
Figure 11. Load vs. stroke for isothermal forging at various ram velocities and 
billet temperatures. 
 
 
Figure 12. The frequency of temperatures across the material at the end of 
isothermal forging at 470 oC for different ram speeds. 
Forging on the screw press was also studied under various 
temperatures, namely 350, 400 and 450 oC, with the aim to 
understand how the temperature rise during forging could be 
controlled. In this analysis, the pressing energy was set to the same 
energy of 34 KJ in all models, so the initial ram velocity was the 
same in all three processes. The changes in the ram velocity and 
consequently the strain rate depended on material resistance to the 
deformation which in turn depended on the billet temperature. 
Therefore, the resulting load and energy used (converted into heat 
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generated in the forged material) were a function of the initial 
temperature and instantaneous ram velocity. Figure 13 shows the 
final forging load versus the range of temperature in the piston with 
different initial billet temperature (marked with red diamonds) at the 
end of forging. The highest temperature was obtained in the billet 
with the initial temperature of 400 oC while the lowest in the billet 
with an initial temperature of 450 oC. The results show that the 
resistance to deformation (flow stress) had a more significant 
influence on the maximum temperature than the initial billet 
temperature. However, results obtain for 350 oC and 400 oC indicate 
that it is not always the case and both factors have to be taken into 
account when the forging parameters are defined. In all cases, the 
maximum temperature was higher than the solidus temperature so 
incipient melting can take place when the piston is forged on the 
screw press.   
 
Figure 13. Screw press forging load and final temperature distribution to 
initial billet temperature (indicated by diamonds). 
 Die wear and tool life 
The tool life is a crucial factor in the manufacturing process cost 
assessment thus a prediction of die wear is important. In the absence 
of experimentally assessed constants in Equation 1 used to compute 
the die wear, only a comparative assessment of the wear on the 
presses was possible. Further, the wear analysis was carried out for 
the punch only as this tool was more prone to wear than the die.  
Results of analysis, normal pressure and computed die wear are 
shown in Figure 14. The punch wear is expressed in millimetres of 
the punch material removed in one forging operation. As expected, 
the wear was higher in the process carried out on the screw press and 
was equal to 3.6 x 10-5 mm while during forging on the hydraulic 
press was 1.5 x 10-5 mm. The wear of punch on screw press would be 
more than twice as that of the hydraulic press. This is a combined 
effect of the higher normal pressure on the tool as depicted in Figure 
14 and the higher material sliding velocity on the tool surface. Lower 
tool life is the result of higher stresses and sliding velocity and 
change in tool hardness due to heating during forging. 
Near net shape forging with the crown features 
The analysis described above was complemented with the simulation 
of the piston with the crown features on the back face. Figure 15 
illustrates the cross-sectional view of the both pistons. It is clear that 
forging pistons with the crown features can save material and 
machining costs.   
 
 
 
Figure 14. Contact pressure and piston wear for forging process carried out on 
(a) hydraulic press, (b) screw press. 
 
Figure 15. A cross-sectional view of piston and piston head, (a) with crown 
features, (b) flat.  
 
Figure 16. Comparison of effective stress and strain in the piston with and 
without crown features; both forged on the hydraulic press.  
7KH)(UHVXOWVVKRZHGWKDWWKHSUHVHQFHRIWKHFURZQIHDWXUHVGLGQ¶W
have a significant impact on the forging process. The distributions of 
effective stress and strain are used to compare these two processes. 
Figure 16 shows the results for both piston geometries forged on the 
hydraulic press. Similar distributions are obtained, meaning that 
adding additional features had an insignificant effect on the material 
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flow. A similar conclusion can be drawn from the results of 
simulation for the screw press which is presented Figure 17. 
 
Figure 17. The screw press forging stress and strain results comparison, flat 
piston head Vs piston with crown features. 
 
Summary/Conclusions 
This paper presents results of the study of the precision forging of an 
automotive piston from 2124/SiC/25p metal matrix composite. The 
study was carried out using finite element simulations. The aim was 
to get a better insight into the practical aspects associated with the 
forging process carried out under different forging conditions; 
isothermal forging on a hydraulic press and hot forging on a screw 
press. Flow stress curves of the composite used in the simulation 
were derived from the compression test carried out at five strain rates 
(1, 10, 100 and 250 s-1) and four temperatures (350, 400, 450 and 
500 oC). The key process variables in the simulation were the initial 
billet temperature and ram velocity. The following conclusions can 
be drawn: 
x Piston isothermally forged on the hydraulic press showed 
more uniform temperature distribution and lower stresses. 
Under this condition, the material is less prone to forging 
defects.  
x Forging on the screw press induced in the material much 
higher stress due to higher strain rate. More energy was 
required to deform material leading to the adiabatic heating 
and a significant temperature rise. Without attention to a 
complex interaction between flow stress, temperature and 
strain rate there is a potential for incipient melting during 
forging. The numerical simulation carried out for three 
different initial billets temperatures showed that by increasing 
the initial billet temperate from 400 oC to 450 oC reduced the 
maximum temperature in the forged piston. However, both 
factors, temperature and flow stress, have to be taken into 
account when the forging parameters are defined to find the 
optimal conditions.  
x Comparative wear analysis of the punch showed that its wear 
would be more than twice of that on the hydraulic press. 
Since the wear depends on contact pressure, sliding velocity 
and tool steel hardness it can be controlled to some extent by 
process parameters. Increasing forging temperature would 
lower flows stress and consequently contact pressure. 
Further, the press could be set to the lower energy which 
means lower ram velocity and lower sliding velocity. The life 
could be extended by selecting a harder tool material but this 
could inevitably increase the cost.     
x FE modelling of the metal composite piston showed that it is 
possible to obtain a forging in which the back face of the 
piston does not require machining, significantly reducing 
machining costs further down the process route. This net 
shape forging option for the back face can be extended to the 
crown and this is the focus of ongoing work to produce net 
shape pistons and further reduce material and machining 
costs. 
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